
 
Elemental Composition (in mg/kg)

SRM Description Unit Size I II III IV V

1818a Chlorine in Lub. Base Oil set (5) 31.6 60.0 78.2 154.4 234.0                     

1819a Sulfur in Lub. Base Oil set (5) 423.5 741.1 4022 4689 6135                     
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114.2(2) - Lubricating Oil

These SRMs are for determining the concentrations of a single element in lubricating base oil. SRMs 1818a and 1819a consist of five bottles,
approximately 20 g of liquid each.

PLEASE NOTE: The tables are presented to facilitate comparisons among a family of materials to help customers select the best SRM for their
needs. For specific values and uncertainties, the certificate is the only official source.


